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Summary. Indoor lighting materials have a profound effect on the physical and
psychological well-being of building occupants. There is a growing consumer demand for
environmentally friendly biomaterials for optical applications. In this regard, it is beneficial to use
materials that are recyclable and recyclable. A team of scientists from the Swiss Higher Technical
School of Zurich has developed a bio-based, polymer matrix-free, luminescent and hydrophobic
film with excellent mechanical properties for optical illumination purposes. The proposed optical
lighting material can be attractive for interior structures (e.g. lamps and laminated coating panels),
photonics and laser devices.

Marepuanbl BHYTPEHHETO OCBEIEHHMS OKa3bIBAIOT CHUJIbHOE BIMSHUE Ha (PU3UYECKOE U
MICUXOJIOTHYECKOE OJIaronoyydne *KWIbLOB 3/IaHUsl. ITH MaTepHaJIbI, KaK IIPABUIIO, U3TOTABJIUBAIOTCS
U3 HETEKyuero maTepualia Ha OCHOBE YCTOMYMBBIX HCTOYHHUKOB CTEKJIA, KPEMHHs, IJIACTUKA H
MOJIMMEPHBIX TUOPHUIHBIX KOMIIO3UTOB, C OTCYTCTBUEM CIIOCOOHOCTH K OHMOJIOTHYECKOMY
Pa3N0XKEHUIO, UTO CO3/IaeT HArpy3Ky Ha OKPY’KaIOLIYI0 Cpey B KOHIIE CpoKa ciry:k0bl. TeM He mMeHee,
CYIIIECTBYET PACTyIIUNA TOTPEOUTENHCKUN CIPOC HA HSKOJOTMYECKH YHCThIE OMOMAaTepHalbl JUIs
ONTUYECKUX MPUMEHEHUI. B CBSI3U C 3TUM BBITOJHO UCHOJIb30BaTh MAaTE€pPHAaIIbl, KOTOPbIE MPUTOIHBI
K TiepepaboTKe ¥ BTOPUYHOMY HCIIOJIB30BAHHIO. JTO MO3BOJISIET Oosiee 3((HEKTUBHO HCIOIB30BATh
00bEM JIECO3arOTOBOK, CHU3UTH YTJIEPOAHBIN Clle[] M MOBBICUTH SKOHOMHUYECKYIO 3(h(hEKTUBHOCTh
npeanpusatTuil. HenaBHuN HayuyHBId HPOrpecc OTKPHIBAET BO3MOYKHOCTH JUISL MCIOJIb30BaHUS
MPUPOJHBIX MaTepUaANOB, TAaKUX KaK LEUI0JI03a W JIpeBeCHHA. TOHKHWE IUIEHKH Ha OCHOBE
HAaHOBOJIOKHUCTOW IIEJITIOJI03bI MCIOIB3YIOTCS JIJISi IIMPOKOTO CHEKTpa ONTHUECKUX MPUMEHEHHUI
(onTHuYeCcKHe NaTYMKU, DIIEKTPOHHMKA, IUCIUIEM M YCTpOMCTBa CONMHEYHBIX Oarapeil) Omaromaps
OJIaronpHUsATHHIM MEXaHUYECKUM CBOMCTBAM IIEJUTIOIO03bI, ONTHUYECKUM XapaKTEPUCTUKAM U HU3KOMY
KOX(PHUIMEHTY TETJIOBOTO PACIIUPEHUSI.

CTpykTypa ¥ ONTHYECKHE CBOMCTBA IUICHOK IICJITIOJIO03bI TMOJIAIOTCS TEPEeCTPOrKe, HO
MOBBIILIEHUE MEXAHUYECKUX CBOMCTB ATUX IJICHOK LIEJUTIOJIO3bI OTPAaHUYEHO CIIy4YailHOW OpUeHTaIen
HAHOBOJIOKOH HEJUTIOJIO3bl. MEXaHWYECKHE CBOMCTBA LIEJUTIOJO3HBIX MATEPUAIIOB C aHU30TPOIHOU
CTPYKTYpPO# YIy4IIAIOTCS IyTEM BBIPABHUBAHUS BOJIOKOH C TIOMOIIBIO THAPOTUHAMUYECKON COOPKH,
MOKpPOTO TPSICHUSI, MEXaHUUECKOTO PACTsDKCHHSI, BBIPABHUBAHUS JJIEKTPUYECKOTO M MArHUTHOTO
MoJIed WJIM TOJXOJ0B CBEPXY BHHU3. OJTH MaTepualibl C BBIPOBHEHHBIMH BOJOKHAMH LIEJUIIOJIO3bI
o0JaatoT  yIAydIIeHHBIMA MEXaHWYECKUMH CBOWCTBAMH, HO COIyTCTBYIOIIAST AaHU3O0TPOIIUS
ONTUYECKUX CBOWCTB OTPAaHUYMBAET WX MCIIOJIB30BAHHUE JIJIsi BHYTPEHHUX CHUCTEM OCBEILLIEHUS WIH
COJTHEYHBIX OaTapei m3-3a HEPAaBHOMEPHOTO OCBEIIECHUS M paccesHus. [pyruM orpaHMYMBArOIINM
(dakTopoM SIBISIETCS TUAPOPUILHOCTH IEJUTFOJIO3HBIX MaTepHANIOB, TaK KaK BOJHO-IEILUTIONIO3HBIC
B3aMMO/ICHCTBUS BPEIHBI JJIsl POU3BOAUTEIHLHOCTH M KA4€CTBA MTPOYKITHH.

s perenust po6JIeMbl MEXaHUYECKOW CTAa0MIIBHOCTH, MaTepHaIbl HA OCHOBE 1IEJUTIONIO3bI
HYKJTAIOTCSI B TIOKPBITUM WJIM XUMHUYECKOH 00pabOTKe sl MpeBpamieHuss UX THUAPOPUIBLHBIX
THIPOKCHIBHBIX TPyMI B TUApOodoOHbIE (pparMeHThl, HAapUMEp TeKCaaeIUITPUMETOKCHCHIAHOM
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H3C(CH2)15Si(OCHa3)3 (yrom konTakra ¢ Bogoit ~ 140°). Takum 06pa3oM, Ha CETOAHSIIHHNA ICHb
nmoiydeHue  ruApodoOHOTO  ILEJUIIOIO3HOTO — MaTepuana C  HM30TPOMHBIMH  CBETOBBIMU
XapaKTePUCTHUKAMHU U BHICOKUMH MEXaHUYECKHMH CBOMCTBAMU OCTAETCS CIOKHOM 3aauei.

Komanmoit yuensix IlIBeliniapckoii BeIciIel TexHmueckod mkonbl [{ropuxa paspaborana
ouocoaepkauryto, 0e3 BKIIOYEHUN IOJMMEPHON MaTpuIlbl, JIOMUHECHEHTHas U ruapodoOHas
IUICHKA C TPEBOCXOAHBIMA MEXaHMYECKHMMM CBOWCTBAMHU JUIsl II€JIEH ONTUYECKOTO OCBEIICHUS.
[[Tabmon moNMy4yarOT IMyTeM NpeBpallleHus] IPEeBEeCHOro INMOHA B MOPHUCTHIM Kapkac. Takoii
I/IHHOB&HI/IOHHBIﬁ noaxona K NpOru3BOACTBY IMMO3BOJIACT YCTPAHUTDL IMPOCBCTHLIC IMOJIOCTH U COXPAHUTH
OPUEHTAIMI0 MCXOAHBIX LIEUTIOIO03HBIX (PUOPUILT JUIsl CO3aHMsI JIIOMUHECHEHTHBIX U TOJIMMEPHBIX
IIJICHOK 663 MaTpulibl C BBICOKMM MOAYJICM YIIPYTOCTHU W MNPOYHOCTHBIO B HAIPABJIICHUW BOJIOKOH.
[IpennaraeMblii  ONTHYECKHH OCBETUTEIBHBIM MaTepuall MOXKET OBITh TPHBIICKATEICH IS
BHYTPEHHHMX KOHCTPYKIHMH (HampuMmep, JJaMI ¥ JJAMUHUPOBAHHBIX MaHENeH MOKPBITHS), (POTOHUKU U
na3epHbIX ycTpoiicTs. (Puc.1)

Functional Wood Film
v’ Strong v Luminescent v Hydrophobic

Pucynox 1 — [Ipumep ncnosnb3oBaHus MIEHKU
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